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Paraglider inspection certificate

Inspection certificate number:  PG_1358.2018

Manufacturer data

Manufacturer name: Apco Aviation Ltd

Representative Adam Wechsler

Street: 7, Chalamish St. Industrial park

Post code / place: 3088900 Caesarea

Country: Israel

Sample data

Name: Hybrid Size: L

Min weight in flight [kg]: 85 Max weight in flight [kg]: 105

Weight [kg]: 3.2 Number of seat: Single-seater
Sample load serial number: 380064 Date of reception: 23.09.2018
Sample flight serial number : Pro9793 Date of reception: 13.06.2018
Test report summary Result Place Date of test
71.8.3 | Shock loading test: POSITIVE Yverdon(airport) 27.09.2018
71.8.3 | Sustained loading test: POSITIVE Yverdon(airport) 27.09.2018
71.8.2 | Flight test: B Villeneuve 03.07.2018
71.4.3 | Measurement: POSITIVE Villeneuve 17.08.2018
71.6.3 | Line bending test: POSITIVE Villeneuve 19.02.2019
Issue data

Place of declaration: Villeneuve

Date of issue: 21.02.2019

Managing Director: Alain Zoller

Signature:

This signature approve the validity of the test reports 71.8.2, 71.8.3, 71.4.3 and 71.6.3 (Only if test report are applicable).

Air Turquoise SA has thoroughly tested the sample of paraglider mentioned above and certifies its conformity with the following standards : EN 926-2:2013 /

EN 926-1:2015

This inspection certificate confirms that the above sample identified by its serial number and only this is in conforms with the standards.

The inspection certificate contain the following test and is complete with the test report number: 71.8.2, 71.8.3, 71.4.3, 71.6.3

(If the 71.8.3 tests are not done, it has been done for another size of a sample within the definition of same model)
The declaration must not be reproduced in part without the written permission of Air Turquoise SA.
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